
 
 
 

TECHNICAL SPECIFICATION FOR  TALC ORE 

GRADE 1  

   
CHEMICAL ANALYSIS   

ELEMENT RESULT %        

SIO2 60-62   

TIO2 <0.01   

AL2O3 0.3-O.5   

FE2O3 0.1-0.2   

MNO 0.01   

MGO 31-32.5   

CAO 0.5-0.3   

NAO <0.01   

KO <0.01   

P2O5 0.01   

LOI 4.5-5.0   

MINERALOGICAL ANALYSIS   

MINERAL PERCENTAGE %   

TALC >90.0   

CHLORITE 8   

CARLOONATE <2.00   

ASBESTOS NIL   

PHYSICAL ANALYSIS   

ELEMENT RESULT %   

WHITNESS-Z 90.00(MIN)   

SP.GR. 0.55   

PH 7   

 

 
  

 

 

 

 

 

 

 

 



 

  

TECHNICAL SPECIFICATION FOR TALC ORE GRADE 2 

CHEMICAL ANALYSIS    

ELEMENT RESULT % 
 

SIO2 60-61   

TIO2 <0.01   

AL2O3 0.5-1   

FE2O3 0.2-0.4   

MNO 0.01   

MGO 30-31   

CAO 0.5-1   

NAO <0.01   

KO <0.01   

P2O5 0.02   

LOI 5.5-6.5   

MINERALOGICAL ANALYSIS   

MINERAL PERCENTAGE %   

TALC >80.0   

CHLORITE <12.00   

CARLOONATE <4.00   

ASBESTOS NIL   

PHYSICAL ANALYSIS   

ELEMENT RESULT %   

WHITNESS-Z 86.00(MIN)   

SP.GR. 0.55   

PH 
7.2 

    

 

CHEMICAL ANALYSIS FOR SELKA- GLASS 

SAND 

OXIDE RESULT % 
 

SIO2 99.3 
 

AL2O3 0.13 
 

FE2O3 0.019 
 

LOI 
0.21 

 
 


